A quick reference to the HMA Specifications
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Determine the laboratory-molded density
and the maximum theoretical specific gravity,
and report the results within 10 working
days from the time the laboratory received
the samples*

Production

Mixture
<—

*For referee testing other than density and
theoretical specific gravity, follow the steps
in standard specifications for thetem in
question.

Placement
Cores

Determine the in-place air voids and report
> the results within 10 working days from the
time the laboratory received the samples.

Trim and test the cores for bulk specific
gravity and report the results within 10
working days of receipt.

[ Contractor responsibility
[ Engineer responsibility
[ Shared responsibility

[ MTD responsibility
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